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Abstract
In this work, Gum Arabic (GA)/ Rice composite materials were
prepared using solid state reaction method. Four samples of GA
with different concentrations of Rice, (0.0, 0.1, 0.2 and 0.3g)
were considered. Fourier Transform Infra Red Spectroscopy
(FTIR) and Ultraviolet-Visible spectroscopy (UV-visible
spectroscopy) were used as analytical techniques. The optical
properties of the prepared samples were determined including
Energy gap and Absorption. The FTIR spectra of GA showed a
broad and strong absorption band in the range 500-3500 cm–1,
and these absorptions were assigned to the different stretching
vibrations. The wavelengths of the samples were found to
decreased when Rice concentration was increased and found in
the range 221.2 and 225.4 nm, while the absorptions were found
in the range 2.74-3.39 a. u. The energy band gab was calculated
and was found to be in range 5.08 - 5.21 eV. The effect of doped
with Rice was profound in the properties of GA as the absorption
and energy band gap were found to increase with Rice
concentration.
Keywords: absorption, energy band gap, FTIR; Spectroscopy.

1. Introduction
Gum Arabic is water soluble and slightly viscous. It is
composed of, mainly polysaccharides, Arabinose,
Rhamnose, and ironic acid. The molecular weight is
expected to vary from about , and it varies according to the
method of measurement. The shape of the molecule is
believed to be of a short stiff spiral, or coil, with the length
of the main molecule chain, varying between 1050 Å and
2400 Å depending on amount of charge of the molecule
[1]. Gum Arabic as source of carbon and other elements
[2,3] and it play a major role in preventing the occurrence
of certain common disease such as colon cancer, Diabetes
mellitus, coronary thrombosis, obesity, chronic renal
failure [4,5].
Infrared is a common vibrational spectroscopy
technique useful for determination of compounds
functional groups. Compounds having covalent bond,

whether organic or inorganic absorbs various frequencies
of electromagnetic radiation in the infrared region of the
electromagnetic spectrum. In terms of wave numbers, the
vibrational infrared extends from about 4000 to 400 cm-1.
In Infrared absorption process molecules are excited to a
higher energy state when they absorb infrared radiation.
Radiation in this energy range corresponds to the range
encompassing the stretching and bending vibrational
frequencies of the bonds in most covalent bonds [6-9]. The
UV-visible spectrophotometer is often used in order to
obtain the optical properties of material [10]. An
experiment using an enrichment culture of pig bacteria
showed that a Prevotella ruminicola-like bacterium was
the predominant organism that was most likely to be
responsible for the fermentation of gum Arabic to
propionate was investigated by (Akio et al. and Badreldin
et al. [4,11].
In this study, the aim was to study the effect of Rice
concentration On the physical properties of Gum Arabic
(GA). For this purpose, samples of Gum Arabic/Rice
composite materials were prepared using solid state
reaction method. The optical properties of the prepared
samples were determined including Energy gap and
Absorption. Fourier transformation infrared spectroscopy
(FTIR) and Ultraviolet-Visible spectroscopy (UV-visible
spectroscopy) were used as analytical techniques.

2. Material and Method
2.1 Sample preparation
Gum Arabic dried and Rice were obtained locally. All
samples transfer to powder by a mortar one sample from
Gum Arabic pure was taken and three samples from Gum
Arabic (one gram constant for all samples) doped with
Rice by different weight. Table 1 shows the composition
of GA/Rice composite materials.
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2.2 Equipment’s and measurements
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FTIR measurements were performed using (Mattson,
model 960m0016) spectra. In order to investigate samples
on the FTIR device, the powder samples mixe in mortar
with a little amount from potassium bromide (KBr).
The absorption of solution with different concentration
was calculated using UV min 1240 spectrometer Shimadzy.
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3. Results and Discussion
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Table 1: summary of characteristic of GA/Rice composite materials
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3.2 UV Analysis
The absorption as a function of wavelength for GA/Rice
composite materials are shown in figure 2. Figure 3 shows
the absorption of the composite materials of GA/Rice and
the absorptions were found to be in the range 2.74 and
3.39 a. u. it can be said that the absorption is increase as
the with Rice concentration. The wave length was found to
be in the range 221.2 and 225.4 nm (see Table1). Similar
to absorption, the wavelength is increases with Rice
concentration. The optical band gap energy of the
materials is obtained using the following equation [12]
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(1)
In Eq. (1) Eg, the optical band gap whereas m represents
the nature of the transition band gap, constant A is an
energy-independent constant, (hν) is energy of photon.
Assuming direct band gap transition for the samples, m
was assigned a value of 1/2. To evaluate a precise value
for the optical band gap, we plotted (α h)2 versus energy
(hν) for GA/Rice as shown in figure 4. The optical band
gap was determined by extrapolating the linear portion of
the plot to (α h)2 = 0 and is found to be 5.08 eV, for the
pure GA sample.
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Fig. 1 the FTIR spectrum of GA Material composites doped with
different concentration of Rice

An infrared spectrum represents a fingerprint of a sample
with absorption peaks which correspond to the frequencies
of vibrations between the bonds of the atoms making up
the material. Because each different material is a unique
combination of atoms, no two compounds produce the
exact same infrared spectrum. Therefore, infrared
spectroscopy can result in a positive identification
(qualitative analysis) of every different kind of material. In
addition, the size of the peaks in the spectrum is a direct
indication of the amount of material present [8-10].
The FTIR was performed in a powder sample and Figure 1
shows transmittance as a function of wave number for pure
GA sample and doped samples. The results of composite
materials samples are summarized in Table 1. Five peaks
are observed for pure and doped samples as well and the
dope with Rice is resulted in a small shift in the position of
FTIR peaks. The spectra of GA composite materials
showed a broad and strong absorption band in the range
662-734 cm–1 and were assigned to Bromoalkanes. The
C-N stretching vibration is appeared at 1078 cm-1, while
the C-C stretching vibration is appeared around 1412 cm-1
and 1412 cm-1 as well. The N-H bending vibrations are
observed at 3378-3392 cm-1.
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Fig. 1 Absorption as a function of wavelength for samples of GA with
different concentration of Rice
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4. Conclusions
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Fig. 4 Plot of

(αh)2 versus h

for GA sample with 0.0 Rice
concentration.
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